


CITY OF FORT WAYNE MASTER 		    	                                                UPDATED: 9/1/2019
SECTION 33 39 13
Sanitary Utility Sewerage Manholes
GENERAL
[bookmark: OLE_LINK1][bookmark: OLE_LINK2]DESCRIPTION
Scope:
Contractor shall provide all labor, materials, equipment and incidentals as shown, specified and required to furnish and install all precast and cast-in-place structures. 
General:
Manholes and structures shall conform in shape, size, dimensions, material, and other respects to the details shown or as directed by Engineer.
Cast-iron frames, grates and covers shall be the standard frame and grate or cover unless otherwise shown and shall be as specified in Section 05 56 00, Metal Castings.
Concrete for cast-in-place manholes and structures and for inverts in precast manholes and structures shall be Class “A”, type II cement, and shall conform to the requirements specified under Section 03 00 05, Concrete.
Manholes and structures shall be precast construction, unless otherwise shown.
Related Sections:
NTS:  List below only sections covering products, construction and equipment that a user might expect to find in this section, but are specified elsewhere. Do not list administrative and procedural Division 01 sections.
Section 03 00 05, Concrete. 
Section 05 56 00, Metal Castings.
Section 31 00 05, Trenching and Earthwork. 
Section 33 31 00, Sanitary Sewer Piping Installation.
NTS: Section “1.2” is to be included if project is bid on unit price basis. Section to be deleted or revised if project is to be bid on lump sum basis.
MEASUREMENT AND PAYMENT
NTS: List below each concrete manhole and structures to be used for project.  Coordinate structure identification with bid schedule and any structure tables provided on the drawings.  Adjust Section “1.2” for additional work item numbers as needed.

NTS:  Insert at (--1--) and (--2--) below each size, type, and range of depth for concrete manholes and structures to be used for project.  Coordinate structure identification with bid schedule and any structure tables provided on the drawings. Coordinate pay items listed below with Section 05 56 00 Metal Castings. Castings are not included under this pay item. If castings are to be included with structures insert metal castings in payment description. Adjust Section “1.2” below for additional work item numbers as needed.
Concrete Manholes and Structures Various Sizes and Depths 
Work Item Number and Title
	33 39 13-A (--1--) Sanitary Utility Sewerage Manholes
	33 39 13-B (--2--) Sanitary Utility Sewerage Manholes
Payment for Concrete Manholes and Structures shall be on a unit price basis for each size and type.
The pay quantity shall be the actual number of manholes and structures in each size and type actually furnished and installed.	
NTS:  Remove all items in Section “4” below that are included under a separate bid item. Include all other work as required by the project.  Granular backfill shall be included in this payment and not included under special backfill.
This Work will be at the unit price as listed on the submitted Bid schedule for size and type of the concrete manholes and structures and shall include the following: pavement removal, excavation, disposal of excess excavated material, base stabilization, dewatering, sheeting, riser rings, castings and lids, external wraps and seals, precast sections or cast in place concrete, channels, inverts, granular backfill material, connecting pipes, placing and compacting backfill, testing, utility adjustments, temporary pavement replacement if necessary, and any other requirements to complete the Work in accordance with the drawings and specifications, unless otherwise classified as a separate Work item.
NTS:  Edit “B” below as necessary for project specific requirements. Manhole modifications can include but are not limited to core drilling, weir modifications, and raising a manhole to grade. Add product specific requirements in Part 2 Products and Part 3 Execution 
Manhole Modifications
Work Item Number and Title
	33 39 13-C Sanitary Utility Sewerage Manhole Modifications
This item is measured on a lump sum basis for Work shown on the Drawings, otherwise specified, or necessary to complete the Work shown on the drawings.
Payment for modifications to existing manholes shall be paid based on the number of structures successfully completed per the Contract Documents or as shown on the drawings.
This item shall include all costs to furnish all labor, materials, tools, and equipment, both permanent and temporary, for manhole modifications associated with Work shown on the Drawings including, but not limited to: cleaning existing manhole as required to perform the Work, excavation, riser ring, castings, chimney seals, furnishing and installing concrete for patching abandoned inlets/outlets, and core drilling existing structures to facilitate construction. The Work includes protection of existing utilities, installation of concrete plugs, site restoration and incidentals for performing all Work as specified unless otherwise classified as a separate Work Item.
Remove Existing Structure
Work Item Number and Title
	33 39 13-D Remove Existing Structure
Payment shall be made on the contract unit price in accordance with the Bid Schedule.
The removal of existing structures and pipes shall be done in accordance with the project drawings or as determined by the Engineer.
Contractor shall dispose of all removed pipes and structures away from the project Site.
This item shall include costs to furnish labor, materials, tools, and equipment, both permanent and temporary, for removal of existing structure including surface patching and backfill.
REFERENCES 
NTS:  Retain all applicable standards below.  Add others as required. 
Standards referenced in this Section are listed below:
ASTM International.
ASTM C478, Standard Specification for Precast Reinforced Concrete Manhole Sections.
ASTM C923, Standard Specification for Resilient Connectors Between Reinforced Concrete Manhole Structures, Pipes, and Laterals.
ASTM C990, Standard Specification for Joints for Concrete Pipe, Manholes, and Precast Box Sections Using Preformed Flexible Joint Sealants.
American Association of State Highway and Transportation Officials.	        
AASHTO M198, Standard Specification for Joints for Concrete Pipe,	Manholes, and Precast Box Sections Using Preformed Flexible Joint Sealants.
QUALITY ASSURANCE
Qualifications 
Manufacturer 
Sanitary Utility Sewerage Manholes shall be from a source listed in the INDOT List of Certified Precast Concrete Producers, in accordance with ITM 813.
Component Supply	
The quality of all materials, the process of manufacture, and the finished sections shall be subject to inspection and approval by the Engineer. Such inspection may be made at the place of manufacture, or on the Project Site, or at both places and the materials shall be subject to rejection at any time on account of failure to meet any of the requirements specified herein.  Material rejected after delivery to the Project Site shall be marked for identification and shall be removed from the Site immediately. All materials, which have been damaged after delivery will be rejected, and if already installed, shall be acceptably repaired, if permitted, or removed and replaced, entirely at the Contractor’s expense.
At the time of inspection, the materials shall be carefully examined for compliance with the ASTM standards specified in this specification section and with the approved manufacturer’s Shop Drawings. All precast manhole sections shall be inspected for general appearance, dimension, “scratch-strength,” blisters, cracks, roughness, soundness, etc. The surface shall be dense and close textured.
Imperfections in precast manhole sections may be repaired, subject to the approval of the Engineer, after demonstration by the manufacturer that a strong and permanent repair will result. Repairs shall be carefully inspected before final approval.
NTS:  Do NOT delete paragraphs “A”, “B”, “C’, and “D” in article 1.5 Submittals below. Review Paragraphs “A”, “B”, “C’, and “D” below and modify to suit project. If paragraphs are unused, do NOT delete paragraphs “A”, “B”, “C’, and “D”, instead add (NOT USED) after the submittal label. Submittal paragraphs below are closely coordinated for consistency between projects and with the Program Management Information System (PMIS) to allow for searching of submittals over a variety of projects and maintain consistency. To maintain this ability do NOT change the order, numbering, or labeling of submittal paragraphs and subparagraphs. Refer to 01 33 00 Submittal General Information Bulletin for additional information on updating the submittals section. 
SUBMITTALS
Action Submittals. Submit the following:
Product Data (NOT USED)
Shop Drawings
Sanitary Utility Sewage Manholes – Shop Drawings
Submit manufacturer’s Shop Drawings showing design and construction details for sanitary utility sewage manholes per type. 
NTS: Delete Paragraph “b” below if special structures are not used for project.  Edit as required.
Special Structures Shop Drawings
Submit detailed Shop Drawings showing design and construction details for any special structures.
Samples (NOT USED)
Delegated Design Submittal (NOT USED)
Informational Submittals. (NOT USED)
Certificates (NOT USED)
Test and Evaluation Reports (NOT USED)
Manufacturers’ Instructions (NOT USED)
Source Quality Control Submittals (NOT USED)
Field Quality Control Submittals (NOT USED)
Qualifications Statements (NOT USED)
Manufacturer Reports (NOT USED)
Sustainable Design Submittals (NOT USED)
Special Procedure Submittals (NOT USED)

A. Closeout Submittals. (NOT USED)
[bookmark: _Hlk6312820][bookmark: _Hlk6398011][bookmark: _Hlk6311857][bookmark: _Hlk6317263]Operation and Maintenance Data (NOT USED)
[bookmark: _Hlk6320793][bookmark: _Hlk6312478]Record Documentation (NOT USED)
[bookmark: _Hlk6312836][bookmark: _Hlk6314834][bookmark: _Hlk6319041]Training Material (NOT USED)
[bookmark: _Hlk6316855]Warranty Documentation (NOT USED)
[bookmark: _Hlk6321074]Software (NOT USED)
[bookmark: _Hlk6312846]Bonds (NOT USED)
1. [bookmark: _Hlk6311873]Maintenance Contracts (NOT USED)
2. [bookmark: _Hlk6314860]Sustainable Design Closeout Documentation (NOT USED)

B. Maintenance Material Submittals. Submit the following:
Spare Parts (NOT USED)
Extra Stock Materials (NOT USED)
Tools (NOT USED)
DELIVERY, STORAGE, AND HANDLING 
Any manhole section damaged in the process of transportation or handling, shall be rejected and immediately removed from the Site, and the damaged manhole sections shall be replaced at no increase in Contract Amount.  
Material delivery, storage and handling must conform to requirements in Contract Documents. Refer to Section 01 65 00 Product Delivery Requirements and Section 01 66 00 Product Storage and Handling Requirements. 
PRODUCTS
NTS: If project contains a corrosive environment consider specifying the manhole structures with corrosion resistant materials including chemical admixtures, coatings and linings. Add/edit requirements to section “2.1” if project requires corrosion protection. 
PRECAST CONCRETE MANHOLES AND STRUCTURES
Precast manholes and structures shall conform to the details shown.  Provide cast-in-place concrete bases where shown.
Except where otherwise specified, precast manhole components shall consist of reinforced concrete sections especially designed for manhole construction and manufactured in accordance with ASTM C478, except as modified herein.
Precast, reinforced concrete manhole bases, riser sections, flat slabs and other components shall be manufactured by wet cast methods or dry cast methods, using forms which will provide smooth surfaces free from irregularities, honeycombing or other imperfections.
NTS:  See City Utilities Engineering STR-1 Detail. Select appropriate gasket material.  Edit to suit project 
Provide manhole with tongue and groove joints. Seal joints with the following method: 
Rubber Gasket in accordance with ASTM C443
Manufactures: Provide rubber gasket from the following:
O-Ring Gasket, by Press-Seal Gasket Corporation.
Or equal.
Preformed Flexible Joint Sealant in accordance with ASTM C990 and AASHTO- M198.  
Manufacturers: Provide joint sealant from the following:
EZ Stik, by Press-Seal Gasket Corporation.
Kent Seal #2, by Hamilton-Kent. 
RU 106 RUB’RNEK LTM, by Henry Co.
or equal.
Butyl Rubber Backplaster.
Manufacturers: Provide joint sealant from the following:
Trowelable EZ Stik #3, by Press-Seal Gasket Corporation
or equal. 
Polyethylene Plastic Sheeting Film
Manufacturers: Provide joint sealant as required to protect the joint from backfill operations:
6 mm polyethylene plastic sheeting film by Visqueen.
or equal.
All precast manhole components shall be of approved design and of sufficient strength to withstand the loads imposed upon them. They shall be designed for a minimum earth cover loading of 120 pounds per cubic foot, an H-20 wheel loading, and an allowance of 30 percent impact.  
Mark date of manufacture and name or trademark of manufacturer on inside of barrel.
The barrel of the manhole shall be constructed of various lengths of riser pipe manufactured in increments of one foot to provide the correct height with the fewest joints. 
Except as approved by Engineer for large pipes, openings in the barrel of the manholes for pipe connections will not be permitted closer than one foot from the nearest joint.  Special manhole base or riser sections shall be furnished as necessary to meet this requirement.
A precast or cast-in-place slab or precast eccentric cone, as shown or approved, shall be provided at the top of the manhole barrel to receive the metal casting frame and cover.
NTS:  Delete Article “2.2” below if not applicable or modify to suit.
MISCELLANEOUS METALS
Metal casting frames and covers and similar required items shall be provided as shown and in accordance with Section 05 56 00 Metal Castings.
RISER RINGS
Riser rings must conform to the requirements in the Contract Documents. Refer to Section 05 56 00 Metal Castings.
MANHOLE STEPS
Except where specifically listed on the Drawings, manholes and structures shall not be provided with steps.
NTS:  Delete Article “2.5” below if none.  Add special requirements, if any.
DROP CONNECTIONS
Drop connections for manholes and structures shall be constructed where shown or directed by the Engineer and shall conform to the design and details shown.  
Concrete for pipe encasement shall be Class “A” as specified under Section 03 00 05, Concrete.  Concrete shall be bonded to manhole in the manner shown or otherwise approved by Engineer.  Drop connection pipe encasement shall begin six (6) inches above the drop connection and continue to the bottom of the manhole. 
Drop pipe shall be a minimum of 8 inch for 8 inch to 12 inch diameter mainline pipe and 12 inch for all larger mainline pipe, unless otherwise specified. 
When increasing outlet pipe diameter by 6 inch or less, crown elevations shall match at the centerline of manhole. When increasing outlet pipe diameter by more than 6 inch, spring lines shall match at the centerline of the manhole. 
EXECUTION
NTS:  Delete Section 3.1 if not required.
POURED-IN-PLACE MANHOLE BASES
Poured-in-place bases shall be placed on suitable foundations, as shown in details, after the pipes are laid.  
They shall be cast using class “A” concrete and conform to the requirements of Section 03 00 05, Concrete. 
They shall be cast monolithically to an elevation at least 7 inches above the top of the highest pipe entering the manhole, except where a drop connection is to be installed.  
Base, walls and bottom shall be at least of the thickness shown and reinforced to withstand the loads to be expected.  
NTS:  Delete Section 3.2 if not required.
PRECAST MANHOLE BASES
Precast bases shall be set at the proper grade and carefully leveled and aligned.
PRECAST MANHOLE SECTIONS
Install sections, joints and gaskets in accordance with these specifications and the manufacturer’s recommendations.
Join riser cone, cone and flat top sections with preformed flexible joint sealant compound in accordance with manufacture’s recommendations, except that install sufficient sealing compound so as to show a “squeeze-out” on the outside of the joint. 
Apply trowelable grade butyl rubber backplaster material 1/4 inch minimum thickness, when dry, on the outside of the manhole at each joint, extending 6 inches above and below the joint. Next, apply shrink wrap or Visquene to the outside of each joint to protect the backplaster material. 
Lifting holes, if used in manhole components, shall be repaired using a conical precast concrete plug, properly sealed into place using non-shrink cement or epoxy grout. The repair shall be clean and neat to ensure water tightness. 
MANHOLE CHANNELS
Flow Channel
All invert channels through manholes and structures shall be constructed of Class “A” concrete conforming to the requirements of Section 03 00 05, Concrete.  Channels shall be properly formed to the sizes, cross sections, grades and shapes shown or as ordered. 
For all manholes with equal diameter influent and effluent pipes in a straight through alignment, a minimum 0.10 foot drop between the inverts of the influent and effluent pipes shall be maintained. 
Flow channels through a manhole shall be made to conform in shape, and slope to that of the connecting sewers. The channel walls shall be shaped or formed to the full height of the springline of the outlet sewer so that maintenance, inspection, and flow in the manhole are not obstructed. 
Bench 
Benches shall be provided on each side of the manhole channel when the pipe diameter(s) are less than the manhole diameters. 
Benches shall be built up to the heights shown, and shall be sloped no less than 1/2-inch per foot (4 percent), or as directed by the Engineer and given a uniform wood float finish.  
Care shall be taken to slope all benches for proper drainage to the invert channel.
STUBS FOR FUTURE CONNECTIONS
When installing pipe stubs for future pipeline, installation of all stubs shall be properly restrained to prevent any movement. Where pipe stubs, sleeves or couplings for future connections are shown or directed by the Engineer, Contractor shall provide all materials and labor in order to complete the Work.
BEDDING AND BACKFILLING AT MANHOLES AND STRUCTURES
Conform to applicable requirements of the Contract Documents.  Refer to Section 31 00 05, Trenching and Earthwork.
GRADING AT MANHOLES AND STRUCTURES
All manholes and structures in unpaved areas shall be built, as shown or directed by the Engineer, to an elevation higher than the original ground.  The ground surface shall be graded to drain away from the manhole.  Fill shall be placed around manholes to the level of the upper rim of the manhole frame, and the surface evenly graded on a 1 to 5 slope to the existing surrounding ground, unless otherwise shown or directed by the Engineer.  The slope shall be covered with 4-inches of topsoil, seeded and maintained until a satisfactory growth of grass is obtained.
Manholes and structures in paved areas shall be constructed to meet the final surface grade.  In paved areas on state highways, all manholes and structures shall be 1/2-inch below final wearing surfaces.  Manholes and structures shall not project above finished roadway pavements to prevent damage from snowplows.
Contractor shall be solely responsible for the proper height of all manholes and structures necessary to reach the final grade at all locations.  Contractor is cautioned that Engineer's review of Shop Drawings for manhole components will be general in nature and Contractor shall have at its disposal an adequate supply of random length precast manhole riser sections to adjust any manhole to meet field conditions for final grading.
FLEXIBLE PIPE JOINT AT MANHOLE BASE
NTS:  Flexible pipe joints listed below, meeting requirements of ASTM C923 are tested and rated to 13 psi (30’).  If deeper installations are required, specifier must provide other approved materials or methods.
An approved flexible joint shall be provided between each pipe entering and exiting the manhole. Pipe to manhole connections shall conform to the details shown on Drawings. The joint into the manhole base shall be completely watertight. 
Provide products manufactured as listed below and meeting requirements of ASTM C923:
For pipes 36 inch diameter and smaller:
Press-Seal PSX: Positive Seal
NPC Kor-N-Seal II 306 Series
For pipes larger than 36 inch diameter:
A-Lok Premium
Press-Seal WS 30 Waterstop Grouting Ring
FIELD QUALITY CONTROL
All manholes and structures shall be free of visible leakage and meet the testing requirements of the piping system, as specified in section 33 31 00 Sanitary Sewer Piping Installation.  
Each manhole shall be tested for leaks and inspected, and all leaks shall be repaired in a manner subject to Engineer's approval. 
Each manhole may be tested with the piping, as a complete system, or individually.  If tested individually, each manhole shall be vacuum tested in accordance with Section 33 31 00, Sanitary Sewer Piping Installation.   
CLEANING
All new manholes shall be thoroughly cleaned of all silt, debris, and foreign matter of any kind, prior to final inspection.
+ + END OF SECTION + +
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